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We experimentally demonstrate that the transmission though rolled-up metal/semiconductor hyperlenses can
be enhanced at desired frequencies utilizing Fabry-Pérot resonances. By means of finite difference time domain
simulations we prove that hyperlensing occurs at frequencies of high transmission.

Metamaterials offer the possibility to tailor their effec-
tive optical parameters1,2 allowing e.g. sub-wavelength
imaging. Beside metamaterials with negative index of
refraction3–5, metamaterials consisting of alternating lay-
ers of metal and dielectric6,7 are able to transmit elec-
tromagnetic waves containing sub-wavelength details of
an object. In the latter case sub-wavelength imaging
relies on the anisotropic permittivity of the multilayer
structure leading to unidirectional propagation of elec-
tromagnetic waves. Magnification of a sub-wavelength
object can be achieved if the multilayers are curved8. As
a consequence the light is channeled in radial direction.
These so called hyperlenses have been fabricated con-
sisting of multilayers of Ag and oxides with an effective
plasma frequency in the violet and ultraviolet regime9,10.
They are most efficient close to the effective plasma fre-
quency in the longitudinal component of the permittiv-
ity of the metamaterial6, which can be tuned by the ra-
tio of the thicknesses of the dielectric and metal layer.
Recently we have shown that using the concept of self-
rolling strained layers11–14, one can fabricate a rolled-
up metal/semiconductor microtube which exhibits opti-
cal anisotropy and acts as a hyperlens15. The operation
frequency of these rolled-up hyperlenses (RHLs) is tun-
able in the visible and near-infrared regime.

In this letter we propose a concept to optimize the
transmission through a metamaterial. We utilize Fabry-
Pérot resonances related to the total thickness of the
metamaterial to obtain increased transmission in a de-
sired frequency regime. We illustrate this concept for the
example of a RHL15–18 consisting of alternating layers of
Ag and semiconductor as sketched in Fig. 1(a). We show
that the number of rotations of our RHL can be used to
maximize the transmission at their operation frequency
and obtain values as high as 52 %. Finite difference time
domain (FDTD) simulations prove the hyperlensing abil-
ity of the presented structures.

The preparation of the RHLs is described in the
following: Initially a semiconductor heterostructure is
grown on a GaAs substrate using molecular beam epi-
taxy. The heterostructure consists of a GaAs buffer
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FIG. 1. (a) The RHL consists of several alternating layers
of semiconductors and Ag. Light is transmitted through the
wall of the RHL. The Fabry-Pérot resonance determined by
the total thickness of the wall can be tuned to a desired fre-
quency. (b) A tapered optical fiber which emits light through
a hole in the sidewall perpendicular to the fiber’s orientation
is manipulated into a microtube. The transmitted light can
be detected with a microscope setup.

layer (500 nm), an AlAs sacrificial layer (40 nm) followed
by a strained Al20In13Ga67As layer (23 nm), a strained
In16Ga84As layer (7 nm), and an unstrained Al23Ga77As
layer (21 nm). On top of these semiconductors an Ag
layer is deposited by thermal evaporation. Finally the
AlAs sacrificial layer is removed by selective etching and
the AlInGaAs/InGaAs/AlGaAs/Ag system minimizes its
strain energy by rolling up into a RHL with several ro-
tations.

To perform transmission measurements through the
RHLs we use a fiber based transmission measurement
setup which is sketched in Fig. 1(b). A tapered sin-
gle mode fiber with a tip diameter of dtip = 2µm can
be manipulated into the microtubes with the help of an
XYZ piezo stage. Monochromatic light, which is coupled
into the optical fiber is guided to a hole in the sidewall
near the tip and emitted perpendicularly to the fiber axis.
After being transmitted through the wall of the micro-
tube the light is collected with a near-infrared corrected
objective, and detected by an InGaAs photodiode using
lock-in technique. For normalization of the spectra we
acquire spectra with the fiber tip inside the microtube
and spectra with the tip outside the microtube.

In Fig. 2 we compare the transmission through two
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FIG. 2. Measured transmission spectra (solid lines) through
two RHLs and the corresponding transfer matrix calculations
(dashed lines). RHL1 (blue line) consists of two alternating
layers of Ag (dAg = 10 nm) and (AlIn)GaAs (dSC = 51 nm),
while RHL2 (red line) exhibits three alternating layers with
the same single layer thicknesses as RHL1. The peak at
Eph = 1.39 eV (Eph = 1.48 eV) with T = 52 % (T = 58 %) for
RHL2 (RHL1) can be attributed to a Fabry-Pérot resonance
in the total thickness of the wall of the microtube. The high
transmission frequency of a RHL ωHT (red arrow) has to be
tuned to the vicinity of the plasma frequency ωp eff. (black ar-
row) to assure unidirectional propagation of electromagnetic
waves.

exemplary hyperlenses RHL1 and RHL2 with identical
operation frequency, i.e. identical individual layer thick-
nesses (dAg = 10 nm) and (AlIn)GaAs (dSC = 51 nm),
but varying number of rotations. RHL1 exhibits a to-
tal thickness of tRHL1 = 122 nm, while RHL2 exhibits
a total thickness of tRHL2 = 183 nm. In the range
from Eph = 1.26 eV to Eph = 1.45 eV the trans-
mission through RHL2 exceeds that one through RHL1
even though the total wall thickness is increased, i.e.
TRHL2 > TRHL1. The maximum transmission through
RHL1 occurs at Eph = 1.48 eV with a value of T = 58 %.
In the case of the RHL2 the maximum transmission oc-
curs at Eph = 1.39 eV with a value of T = 52 %.

To model the measurements we calculate the trans-
mission using the transfer matrix method19 and approx-
imate the RHL as a flat superlattice of Ag and GaAs.
The dielectric functions of Ag and GaAs were taken from
Ref.20. The calculated transmission curves for the fabri-
cated RHLs are presented in Fig. 2 (dashed lines). They
show a good agreement with the measured data. To un-
derstand the origin of the transmission maxima we per-
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FIG. 3. Finite-difference time-domain simulations (Lumer-
ical FDTD-solutions) on RHL2. Two dipoles emitting at
h̄ωdipole = 1.39 eV are placed at the inner perimeter of RHL2.

(a) Logarithmic plot of the magnetic field intensity | ~H|2 in

RHL2. (b) Spatial distribution of | ~H|2 in a distance of 0.3 µm
from the dipoles with RHL2 in between. The two dipoles can
be resolved. (c) Spatial distribution of | ~H|2 in a distance of
0.3 µm from the dipoles without RHL2.

form further calculations. We vary the single layer thick-
nesses of Ag and GaAs while keeping the layer thickness
ratio constant. This allows us to vary the total thickness
of the RHL while maintaining the effective optical prop-
erties and the effective plasma frequency ωp eff.. We find
that the maximum occurring in the calculations on RHL2
can be shifted to lower photon energies with increas-
ing total thickness of the RHL. Furthermore, we dou-
ble and triple the total thickness (2 tRHL2 = 366 nm and
3 tRHL2 = 549 nm) and determine a transmission max-
imum at the same energetical position Eph = 1.39 eV.
This clearly shows that the observed transmission max-
imum is a Fabry-Pérot resonance related to the total
thickness of the RHL.

In order to obtain hyperlensing, the operation fre-
quency of the RHL has to be in the vicinity of the
plasma frequency of the effective medium ωp eff.

15 which
is marked in Fig. 2 with a black arrow. On the other hand
the transmission through any metallic material drops be-
low the plasma frequency. A compromise of high trans-
mission and hyperlensing operation quality has to be
found in the case of hyperlensing devices. In the fol-
lowing we use FDTD to show that RHL2 exhibits pro-
nounced hyperlensing not only directly at the plasma fre-
quency ωp eff but also at a nearby Fabry-Pérot maximum
at ωHT2 > ωp eff. (Fig. 2 red arrow) where the transmis-
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sion is increased to T = 52 %. We simulate the transmis-
sion through RHL2 using the same optical parameters as
in the transfer matrix calculations in Fig 2 and the inner
radius corresponding to RHL2 (rin ≈ 2µm).

We place two dipoles at a distance of 45 nm from
the inner surface of RHL2. Both emit at an energy of
Edipole = 1.39 eV which corresponds to the maximum
transmission of calculations on RHL2. The magnetic

field vector ~H was chosen to point along the rolling axis

of RHL2 and the electric field vector ~E perpendicular
to it. In Fig. 3(a) we show the intensity of magnetic

field | ~H|2 in a color plot. We observe that the field is
radially channeled which indicates that the structure ex-
hibits an unidirectional propagation of electromagnetic
waves. As a consequence, the fields of the two dipoles can
be clearly resolved at the outer perimeter. This is also
demonstrated in Fig. 3(b) and (c) where we collected the

intensity of the magnetic field | ~H| in a distance of 0.3 µm
from the dipoles, with (Fig. 3(b)) and without (Fig. 3(c))
RHL2. Without RHL2 between the sources and the mon-
itor the field of the two dipoles have already merged to a
Gaussian-shaped intensity distribution. With RHL2 the
peak fields of the two dipoles are still distinguishable,
which demonstrates hyperlensing.

In conclusion we experimentally showed that the trans-
mission through a RHL can be optimized by tuning the
Fabry-Pérot resonance related to multiple reflection at
the inner and outer surface of the RHL and achieve a
transmission value as high as T = 52 %. Furthermore,
using FDTD simualtions we demonstrated that hyper-
lensing is possible at the frequency of high transmission.
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